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SAF-RC-040
300 Area D&D Waste Characterization
Sampling - Other Solid
FINAL DATA PACKAGE

COMPLETE COPY OF DATA PACKAGE TO:

Renee Nielson L1-04 NB 4/20/06
INITTAL/DATE

Amy Hood L1-07 NB 4/20/06
INITIAL/DATE

Jeanette Duncan  H9-02 NB 4/20/06
INITIAL/DATE

COMMENTS:
SDG  06-A-1333 SAF-RC-040

Rad only X Chem only Rad & Chem

X Complete Partial

Sample Location/Waste Site: 333 Asbestos Sampling
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SUBMITTED TO:
Joan Kessner
Washington Closure Hanford
3190 George Washington Way, MSIN H9-02
Richland, WA 99352

REFERENCE DATA:
Client Sample No.: J11LB2 through L11LF0
P.O. No.: Not Available
Sample Location: 300 Area D&D Waste Characterization Sampling
Sample Type: Bulk
Method Reference: EPA-600/R-93/116
DCL Set ID No.: 06-A-1333
DCL Sample ID No.: 06-08071 through 06-08099
Sample Receipt Date: 3/28/06
Analysis Date: 4/11/06 through 4/12/06

We certify that the following samples were prepared and analyzed by Polarized Light Microscopy for
asbestos and other fibrous constituents using EPA-600/R-93/116. The samples were acceptable upon receipt
except where noted. The samples were examined under a stereomicroscope in a laboratery fume hood for general
composition and phase separation. If needed, portions of the sample were removed and ground with a mortar and
pestle before being mounted on a glass microscope slide. Mountings of representative portions of the material
are prepared in one or more appropriate refractive index liquids (1.550, 1.605, 1.680) and examined by Polarized
Light Microscopy*. Estimates of concentration are made on an arca basis. The results of the analysis apply only
to the materials analyzed and are summarized on the attached bulk asbestos analysis data sheets. DataChem
Laboratories will dispose of all bulk samples after 60 days unless other arrangements are made.

na Marie Ristich
Analyst eviewer

W—s ) ‘ /\ W
Shawn Smythe

*Floor tiles, decorative paints, joint compounds, and cemen{{materials require additional treatment in order to
evaluate the concentration of small asbestos fibers bound in the material. Some samples may contain fibers that are
not visible by PLM and can only be detected by electron microscopy techniques. Floor tiles are analyzed as
homogeneous materials if insufficient mastic is present or if phases have been cross contaminated.

DataChem Laboratories NVLAP Lab ID: 101917. Laboratory accreditation by the National Institute of

Standards and Technology does not in any way constitute approval or endorsement by NVLAP, NIST, or any agency
of the federal government..

CINCINNATI OFFICE WEST COAST OFFICE

4388 GLENDALE-MILFORD ROAD 11 SANTA YORMA COURT
CINCINNATI, OHIO 45242-3708 NOVATO, CALIFORNIA 94845
513 733-5336, FAX 513 733-5347 800 280-8071, FAX 415 8563-8460
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DataChem Laberatories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 300 Area D&D Waste Characterization Sampling
Set ID: 06-A-1333

4/12/06

Client Sample ID: J11LB2 J11LB3 J11LB4 J11LB5 J11LB6

DCL Sample ID: 06-08071 06-08072 06-08073 06-08074 06-08075

Macroscopic Examination

Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted

Homogeneity: Layered Layered Layered Layered Layered
Inseparable Inseparable Inseparable Inseparable Inseparable

Color; Grey/Black Yellow/Grey Grey/Black Yellow/Grey Grey/Black

Texture: Crmby/Fbrs/Resn Fibrous Crmby/Fbrs/Resn Fibrous Crmby/Fbrs/Resn

Description: Material Insulation Material Insulation Material

Analysis: PLM PLM PLM PLM PLM

Asbestiform Minerals

% Chrysotile:

% Amosite:

% Crocidolite:

% Tremolite - Actinolite:

% Anthophyllite:

% Total Asbestos: ND ND ND ND ND

Other Materials ‘

% Cellulose: >10=20 >5=10 >10<20 >5=<10 >10=<20

% Fiberglass: >80<90 >80 =90

% Other Fibers:

% Resin/Binder: >3<5 >3<5 >3<5

% Non Fibrous: >70 = 80 >1<3 >70=80 >l <3 >70< 80

ND = None Detected Trace =<1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

M

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
“... If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting
technique by PLM.” Any of the above samples can be reanalyzed by point counting at the client’s request.
Wherever possible, separate phases are analyzed and reported individually.
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4/12/06
DataChem Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 300 Area D&D Waste Characterization Sampling
Set ID: 06-A-1333

Client Sample ID: : J11LB7 J11LB8 J11LB8 - J11LBY JHILCO

DCL Sample ID: 06-08076 06-08077A 06-08077B 06-08078 06-08079

Macroscopic Examination

Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted

Homogeneity: Layered Layered Layered Homog. Homog.
Inseparable

Color: Yellow/Grey Grey Grey Grey Grey

Texture: Fibrous Crumbly Crumbly Crumbly Crumbly

Description: Insulation Plaster Skimcoat Material Material

Analysis: PLM PLM PLM PLM PLM

Asbestiform Minerals

% Chrysotile:

% Armnosite:
% Crocidolite:
% Tremolite - Actinolite:

% Anthophyllite:

% Total Asbestos: ND ND ND ND ND
Other Materials '

% Cellulose: >5<510

% Fiberglass: >80=90

% Other Fibers:

% Resin/Binder:

% Non Fibrous: >1<3 >90< 100 >90 < 100 >90 < 100 >90 <100

ND = None Detected Trace =<1%
Special Prep Procedures: None.
*Notes: P. O.#: Not Available.

S ]

hawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
“... I the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting
technique by PLM." Any of the above samples can be reanalyzed by point counting at the client’s request.
Wherever possible, separate phases are analyzed and reported individually.
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DataChem Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford

Location: 300 Area D&D Waste Characterization Sampling
Set ID: 06-A-1333

4/12/06

Client Sample ID: JI1LC1 JILCI JIILC2 J11LC3 J11LC4

DCL Sample ID: 06-08080A 06-08080B 06-08081 06-08082 06-08083A

Macroscopic Examination '

Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted

Homogeneity: " Layered Layered Homog. Layered Layered
Inseparable

Color: Grey Grey Green Black/Grey Green

Texture: Crumbly Crumbly Flexible Crumbly Flexible

Description: Plaster Skimcoat Tile Material Tile

Analysis: PLM PLM PLM PLM PLM

Asbestiform Minerals

% Chrysotile: Trace Trace

% Amosite:

% Crocidolite:

% Tremolite - Actinolite:

% Anthophyllite:

% Total Asbestos: ND ND ND Trace Trace

Other Materials

% Cellulose:

% Fiberglass:

% Other Fibers:

% Resin/Binder: >20<30 >20 <30

% Non Fibrous: >90 < 100 >90 < 100 >60<70 >90 <100 >60<70

ND = None Detected Trace =<1%

Special Prep Procedures: None.

*Notes: P. Q. # Not Available.

Shawn Smythe =

Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
«_.. If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.

Wherever possible, separate phases are analyzed and reported individually.
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4/12/06
DataChem Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 300 Area D&D Waste Characterization Sampling
Set ID: 06-A-1333

Client Sample ID: JIILC4 JILCS J11LC6 J11LC6 NniLc?
DCL Sample ID: 06-08083B 06-08084 06-08085A 06-08085B 06-08086A
Macroscopic Examination

Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Layered Homog. Layered Layered Layered
Color: Black Black Brown Tan Grey
Texture: Crumbly Resinous Flexible Flexible Flexible
Description: Mastic Material Covebase Mastic Tile
Analysis: PLM PLM PLM PLM PLM
Ashestiform Minerals

% Chrysotile: >1<3 >3<5

% Amosite:

% Crocidolite:

% Tremolite - Actinolite:

% Anthophyllite:

% Total Asbestos: >1<3 >3<5 ND ND ND
Other Materials

% Cellulose: >1=3

% Fiberglass:

% Other Fibers:

% Resin/Binder: >50=<60 >70<80 >20=<30 >60<70 >20<30
% Non Fibrous: >30<40 >10<20 >60 < 70 >20=< 30 >60 <70

ND = None Detected Trace=<1%
Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn Smythe E

Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
“ .. [f the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting
technique by PLM." Any of the above samples can be reanalyzed by point counting at the client’s request.
Wherever possible, separate phases are analyzed and reported individually.
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DataChem Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford

Location: 300 Area D&D Waste Characterization Sampling

SetID: 06-A-1333

4/12/06

Client Sample ID: J11LCT JIILCR8 N1LCY J11LDO JIILDO

DCL Sample ID: 06-08086B 06-08087 06-08088 06-08089A 06-08089B

Macroscopic Examination

Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted

Homogeneity: Layered Homog. Layered Layered Layered
Inseparable

Color: Black Grey Grey/Black Black Tan

Texture: Crumbly Fibrous Crumbly Flexible Crumbly

Description: Mastic Material Material Covebase Mastic

Analysis: PLM PLM PLM PLM PLM

Asbestiform Minerals

% Chrysotile: >1<3 Trace

% Amosite:

% Crocidolite:

% Tremolite - Actinolite:

% Anthophyllite:

% Total Asbestos: >1<3 ND Trace ND ND

Other Materials

% Cellulose: >20=<30 >1<3

% Fiberglass: >60<70

% Other Fibers:

% Resin/Binder: >T70=<80 >20<30 >60<70

% Non Fibrous: >10<20 >90<5100 >60 <70 >20=<30

ND = None Detected Trace=<1%

Special Prep Procedures: None.

*Notes: P. O. # Not Available.

Shawn émythe >

Micrascopist

All values are in arca percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
‘.. If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the peint counting

technique by PLM.” Any of the above samples can be reanalyzed by point counting at the client’s request.

Wherever possible, separate phases are analyzed and reported individually.
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4/12/06
DataChem Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 300 Area D&D Waste Characterization Sampling
Set ID: 06-A-1333

Client Sample ID: N1LD1 JNILD2 J111.D3 J11LD4 JUILDS

DCL Sample ID: 06-08090 06-08091 (6-08052 06-08093 06-08094

Macroscopic Examination

Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted

Homogeneity: Layered Homog. Layered Homog. Homog.
Inseparable Inseparable

Color: Yellow/Grey Grey Yellow/Grey Grey Grey

Texture: Fibrous Fibrous Fibrous Fibrous Fibrous

Description: Insulation Insulation Insulation Insulation Insulation

Analysis: PLM PLM PLM PLM PLM

Asbestiform Minerals

% Chrysotile:

% Amosite:

% Crocidolite:

% Tremolite - Actinolite:

% Anthophyllite:

% Total Asbestos: ND ND ND ND ND

Other Materials

% Cellulose: >5=10 >5=<10

% Fiberglass: >80 <90 >90< 100 >80=<90 >90 =100 >90 <100

% Other Fibers:

% Resin/Binder:

% Non Fibrous:

ND = None Detected Trace =<1%
Special Prep Procedures: None,

*Notes: P. O. #: Not Available.

Shawn Smﬁe E

Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
»._. If the asbestos content is estimated to be less than 10% by a method other than paint counting,... {the analysis) be repeated using the point counting
technique by PLM.” Any of the above samples can be reanalyzed by point counting at the client’s request.
Wherever possible, separate phases are analyzed and reported individually.
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4/12/06
DataChem Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 300 Area D&D Waste Characterization Sampling
Set ID: 06-A-1333

Client Sample ID: HILD6 JIILD6 JI1LD7 J11LDS8 JUILDY
DCL Sample ID: 06-08095A 06-08095B 06-08096 06-08097 06-08098
Macroscopic Examination

Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Layered Layered Homog. Homog. Homog,
Color: Yellow/Grey Grey Grey Grey Grey
Texture: Fibrous Crmby/Fbrs Fibrous Fibrous Fibrous
Description: Insulation Material Material Material Material
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals

% Chrysotile: >1<3 >30=<40 >20<30

% Amosite: >5<510

% Crocidolite:

% Tremolite - Actinolite:

% Anthophyllite:

% Total Asbestos: ND >6<13 >30 < 40 >20<30 ND
Other Materials ‘

% Cellulose: >5=10

% Fiberglass: >80<90 . >20530 >10<20 >90<100
% Other Fibers: >10=20 >30<40

% Resin/Binder:

% Non Fibrous: >80 <90 >5=10 >5<10

ND = None Detected Trace = <1%

Special Prep Procedures: None.

*Notes: P. Q. # Not Available.

Shawn Sm%e :f

Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
“... If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting
technique by FLM.” Any of the above samples can be reanalyzed by point counting at the client’s request.
Wherever possible, separate phases are analyzed and reported individually.
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4/12/06
DataChem Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client;: Washington Closure Hanford
Location: 300 Area D&D Waste Characterization Sampling
Set ID: 06-A-1333

Client Sample ID: JI1LFO
DCL Sample ID: 06-08099
Macroscopic Examination
Accepted/Rejected: Accepted
Homogeneity: Homog.
Color: Grey
Texture: Fibrous
Description: Material
Analysis: PL.M
Asbestiform Minerals

% Chrysotile:

% Amosite:

% Crocidolite;

% Tremolite - Actinolite:

% Anthophyllite:

% Total Asbestos: ND

Other Materials

% Cellulose:

% Fiberglass: >90 < 100
% Other Fibers:

% Resin/Binder:
% Non Fibrous:

ND = None Detected Trace = <1%
Special Prep Procedures: None.

*Notes: P. O. # Not Available.

Shawn Smythe E

Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. $5 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
v, If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting
technique by PLM." Any of the above samples can be reanalyzed by point counting at the client’s request.
Wherever possible, separate phases are analyzed and reported individually.
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Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-53 |"'gc 3 of ¢
lle C Contact Telephone No. Proicct Coordi
°Bill Hudson Seot Adams 3729869 KESSNER JH | PriceCode 9K Data Turnarourd
[Proiect Designatio Sampling Location SAF No. ; : - 7 Days
300 Area D&D Waste Characterization Sampling - Other Soli | 333 Asbestos Sampling RC-040 Air Quality [ ]
Iee ChestNo. YA Fg0 €X BoKX Field Logbook No. COA Method of Shipment 728 7-27-06
EL-1601 R333001000 Hend-daliver—Goviyohicle AELD EX
Shipped To Offsite Property No. Bilt of Ladimg/Air Bill No.
_ DataChem Laboratories - Cincinnati . /f 4 6036/ SEE osPc
POSSIBLE SAMPLE HAZARDS/REMARKS
PACM, Non-Rad; Possible Beryllium Contamination Preservation Nooe
Type of Container o
Special Handling and/or Storage L
PACM, Non-Rad No. of Container{s) !
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BULK-EPA
SAMPLE ANALYSIS
Sample No, Matrix * Sampie Date Sample Time ; _
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Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-53 [Faec 3 of
ICollector Company Contact Telephone No. Proiect Coordinator
Bill Hudson Scot Adams 372.9869 KESSNER, JH Price Code QK Data Turnaround
|Proiect Designation Samoline Location SAF No. Air Quality [ 7 DayS
300 Area D&D Waste Characterization Sampling - Other Soli 333 Asbestos Sampling RC-040
Ice ChestNo. A/ # <60 EX BOX Field Logbook No. COA Method of Shipment yieg 2-27°06
EL-1601 R333001000 and. SokivarGovtreicle FED EX
Shivoed To Ofsite Property No. Bill of Lading/Air Bill No.
| DataChem Laboratories - Cincinnati N Hoé036/ ) T SE€ OsPc B
POSSIBLE SAMPLE HAZARDS/REMARKS
PACM, Non-Rad: Possible Beryillium Contamination Preservation None
GIP
f Contal
Special Handling and/er Storage Type of Container |
PACM, Non-Rad No. of Container(s)
Volume K
Asbestos-
BULK-EP.
SAMPLE ANALYSIS
Sample No. Matrix * Sample Date Sample Time
Jiicz . OTHER SOLID 2 Lifols {o(D LY
JLC3, otHERsoUD | 3luzjot ol - X
JI1LC4 . OTHERSOLID | 3fza/ote ik X
JILCS . OTHER SOLID 32zl ol oS X
J11LCE omHersouD | 3lwsfot 5= X
CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Matrix *
Relinquished By/Removed F Date/Time,  { &} (y|Received By/Stored Date/Time Seoil
' x 28 ®2p, Zhala 1010 | e
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3708 4B _F27-06 9558~ ,éﬁ;,gg 22706 O3 =
{Blipavis Fom gt CH Daw/Time ¢ived By/Stored In Date/Time Ak
eI ocl et
Dake/T; RectivedByffiored In ’&/Dalﬂ %6 < Wi
/*'C \J%/ 2 3 { oiop Lot
|Remqm.sm By/Remobed From Date/Time Imumd By/Stored In “ ' Date/Time Personne! not availabic w o
relinquish swmples from 3728
Retinquished By/Removed From Date/Time lkmiwd ByfStored In Date/Time R 88 o0 2 R7ICL
LABORATORY | Recci = Y ' a-g’m -
e i Ll /(2D Z[25/p6" (oo
FINAL SAMPLE | Disposa) Method L4 Disposed By - U Date/Time
DISPOSITION

BHI-EE-011 (08/25/2005)




Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-53 |P age 4 of &
ollector Companv Contact Telephone No. Proicct Coordinator R
r Bill Hudson Scot Adams 3172-9869 KESSNER, JH Price Code QK Data Turnaround
roiect Designation Sampling Location SAF No. Air Quality [ 7 Days
300 Area D&D Waste Characterization Sampling - Other Soli 333 Asbestos Sampling RC-040
Jice Chest No. N/v Feo £X Box Field Logbook No. COA Method of Shipment 7RE F-27-04
£L-1601 R333001000 Hand-seliver—Govtvehice FEH EX
Shinped To Offsite Pronerty No. ‘ Bill of Lading/Air Bilt No.
DataChem Laboratorics - Cincinnati i ) A0ED 36/ L - SEE OSPe o
POSSIBLE SAMPLE HAZARDS/REMARKS
PACM, Non-Rad; Possible Beryllium Contamination Preservation None
G/P
Special Handling and/or Storage Type of Container 1
PACM, Non-Rad No. of Container(s)
Yolume %
Asbestos
BULK-EPA
SAMPLE ANALYSIS
O, 1333 Olo-
Sample No. Matrix * Sample Date Sarple Time % ;
JHLCT - OTHER SOLID 3t/ (032 X Han
J1ce OTHERSOLD | 3hjogs 100S x ta'd)
J11LCe . OTHER SOLID 3lioc 04D x
J11LDO oTHersOLD | 3|73fop 1050 X Z pafne wilia, flease | andly - OB
JILDT . OTHER SOLID | B(2y{o(, Iys ¥ 1o80s
CHAIN OF FOSSESSION Siga/Print Names SPECIAL INSTRUCTIONS Matrix *
[Relinquished By/Remyzd From Date/Time s lo eccived By/Stored In Date/Time St
[ L) TS0, ir.. Y 3 O 8 ek (2310 | (8] m
Refinquithed By/Removed From Date/Time u 0 Date/Timg S
3728 #25 27-06 __OF 270 /C7 ot
mydﬁomw Date/Time vedBy!Smden Datf/Time Amhi
@ v felrs.ssscluder «27.04 /15 c0 F-'Eﬂgéfv ?__ns-m;_ et
R:Iumushudﬂ /Removed F; Reced . . Date/Ti ~Tispue
it ZIES [T 7 o & i)
Relinquished By/Removed From ' Date/Time Received By/Stored In L™ Fersonnel not avinlable o XomOther
Redinquish bdl:?ll.s from 3728
iRelinquished By/Removed From Date/Time /ixumvni By/Stored In Date/Time Rel #pdBon & 71 (OF
LABORATORY | Received -
s 248 50 Y2%5¢ (7.0
FINAL SAMPLE | Disposal Method L Disposed By Dae/Time
DISPOSITION
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Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-53 [Pz 5 of 6
ICollector Companv Contact Telephone No. Proiect Coordinator Data T d
Bill Hudson Scot Adams 372-9869 KESSNER, JH Price Code 9K ata Turnaroun
fProiect Designation Sampling Lecation SAF No. i e i 7 Days
300 Area D&D Waste Characterization Sampling - Other Soli 333 Asbestos Sampling RC-040 Air Quality ||
Tee Chest No. Aﬂ» FED EXx Box Field Logboak No. CoA Method of Shipmeat 702 #27-0 &
EL-160} R333001000 Land-deliuer—Govimvehioke ~EH EX
Shipoed To Offsite Property No. Bill of Lading/Air Bill No. ~
DauChem Laboratorics - Cincinnat B ’f_ﬁéO.? ¢/ T Seg osPc
POSSIBLE SAMPLE HAZARDS/REMARKS
PACM, Non-Rad: Possible Beryllium Contamination Preservation None
G/P
T i
Special Handling and/or Storage Ype of Contalner
PACM, Non-Red No. of Centainer(s) !
Volume 5
Ashestos-
BULK-EPA
SAMPLE ANALYSIS
OloA1333
Sample No. Matrix * Sample Date Sample Time o
J1ILD2 omersoud | 3helow 22 x B4
34LD3 . OTHERSOLD | 3[t 1225 X 08D
J1LD4 otHersoup | 323 foe j2 30 x HB0
J1LDS * othersoLd | 3({23fot, 1155 x .
J11LD6 | OTHER SOLID 3230 1246 X A0
CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Matrix *
i S=Sod}
SE-Sudivecat
" 50=Salid
w
Fl70p 098 ou
Date/Time A=pir
DS=Drurm Salids
d v DL~Dram Liquids
" ai - T"l'i-':
- 2580081040 o]
" Ly "3 =Vegctalion
Relinquished By/Removed Fibrm Date/Fime [Received By/Stored In "~ Due/Tae Pecsonnel not available 10 Xl
- ~ ~ relinquish samples from 3728
Relinquished By/Removed From Date/Time ived By/Stored In Date/Time Ref 428 _on 2706
LABORATORY | Received p— 2 3 )éff‘ i v
FINAL SAMPLE | Disposal Method y ‘DawTime
DISPOSITION

BHI-EE-011 (08/29/2005)




Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-53 I""‘ § of &
ICollector Company Contact Telephane No. Proiect Coordinator .
Bill Hudson Scot Adarns 3729869 KESSNER, JH Price Code 9K Data Turnaround
roiect Designation Samoling Location SAF Na. : i 7 DayS
300 Area D&D Waste Characlerization Sampling - Other Soli | 333 Ashestos Sampling RC-040 Air Quality []
Ice ChestNo. g)ja FED EX BOK Field Logbook No. COA Method of Shipment e g 3-27-06
IA EL-1601 R333001000 Hand-deliver—Govi—vehisie FED £X
Shipped To Ofisite Proverty No. Bill of Lading/Air Bill No.
I DataChemn Laboratories - Cincinnati ~ /?05 03 é/_ 55& 0 SPG .
POSSIBLE SAMPLE HAZARDS/REMARKS
PACM, Non-Rad; Possible Beryilium Contamination Preservation None
Type of Container ar
Special Handling and/or Storage e |
PACM, Non-Rad No. of Container(s)
Volume 5
Asbestos-
BULK-EPA
SAMPLE ANALYSIS
Olo-A-1333 0 -
Samplc No. Matrix * Sample Date Sample Time :
JILDT - OTHER SOLID 3]7:5}0@ 242 x 080U
J11LD8 oTHERSOLD | 3[Ta/n(. | 1245 x B0o917
JA1LDS . oTHERSOLD | BR3{o6 12 48 ¥ o9
T1LFO . OTHER SOLID 3{wsloe | 1310 x BlNes."
Htf——————ewersor—T BH Blaz/p, *
CHAIN OF POSSESSION Sigw/Print Names SPECIAL INSTRUCTIONS Matrix *
elinquished By/Removed F Daie/Time | SO |Reoema By/Swred In e
!lﬁl:lzzhanez 'ﬂgh 3kyfoq ‘57&@*?-5 5f13(0(, S0 ot
Relinquished By: ved From Date/Time ored Date/Time ﬁ-su;
372 H P28 2-27-06 O F2r06  OFHT i
_— Date/Time Antic
» DS=Drum Solids
Ol=Dvem Liquids
y T=Tisme
WI=Wi
255 ofjoyr= il
}R‘M“i"‘d By/Removed From Date/Time |R'°"°“""i BySred In *Detc/Time Personnel ot available 10 X-Octr
Relinquish samples trom 3728
[Relinquished By/Removed From Date/Time |Ru:elved By/Stored In Date/ Time Ref# i,r&z,' O
£ .
T - 7 "
LABORATORY | Recti o g
BORATORY [*<7% _— A6 A28 [p.oo
FINAL SAMPLE | Dispd=al Method Disposed By Date/Time
DISPOSITION

BHI-EE-011 (08/29/2005)



